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Unscaled photo

Species: NATURAL CORUNDUM

Variety: RUBY

Treatment(s): No indications of heating

Comment(s): Color stability test has not been performed yet.
Reference: The content of this report is consistent with current GIT Standard nomenclature

This test report represents the identification result of the sample(s) only.
This report shall not be reproduced, except in full, without written approval of the GIT GTL.
Please see the back side for additional information
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GEM IDENTIFICATION REPORT

G2509110320001 Date: September 11, 2025

G A49591

1 cut stone

114 ct

6.71 x 574 x 3.26 mm
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